








Technical Data

Thickness 112 | 112 | 112 | 100 | 100 | .100 | .090 | .067 | .067 | .045 | .045
(inches)

Back Exposure

20-30 20-30 | 20-30 | 20-30 | 20-30 | 20-30 | 20-30 | 20-60 | 20-60 | 20-60 | 20-60
(seconds)

Main Exposure

(minutes) 7-10 7-10 7-10 7-10 7-10 7-10 8-10 6-12 6-12 6-12 6-12

Washing

. 3-4 3-4 3-4 3-4 3-4 3-4 3-4 2-4 2-4 2-4 2-4
(minutes)

Drying (hours) 1.5-2 15-2 | 152 | 152 | 152 | 152 | 152 | 15-2 | 1.5-2 | 1.5-2 | 152

Detacking 23 | 23 | 23 | 23 | 23 |23 | 23 |12 |12 |12 | 12
(minutes)

Post Exposure 5 5 5 5 5 5 5 5 5 5 5
(minutes)

PREMIUM FLEXO PLATES
vista-clearflexo.com

Toll Free (877) 831-8601
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